
Test Method Average Results

ASTM-D 1056 .030 - .035 lbs/cu in
ASTM-D 1056 12 - 20 psi
ASTM-D 395 25 - 60% max
ASTM-D 1056 5 - 8 %
ASTM-D 412 130 - 150 psi
ASTM-D 412 200 - 280 %
ASTM-D 746 -67  -  +450⁰ F

ASTM-D-1056 CL D, MIL-C3133/MIL-STD 670 TYPE TE 12, 18, 25, AMS3196, MIL-R-6130 TY2 GR B&C

Temperature Range
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